
   Coating  113520                      

HRu(45°,760-900±8nm)>99.9%,  |GDD-Ru(45°,(760-900)|<40fs²

fig. 1 reflection HR-region  45°  (unpolarized)

fig. 2 calculated GDD(R,45°)
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