
   Coating  113958                      

HRu(45°,1064nm)>99.8% + Ru(45°,1450-4000nm)<5%

fig. 1 reflection HR-region 45° (unpolarized)

fig. 2 reflection HT-region 45° (unpolarized)

page  1 ( 1 ) non binding principle curve


