
Coating 114572          

HRr(45°, 210nm)>95% 

HRs(45°, 210nm)>97%, HRp(45°,210nm)>93% (measured spectra) + Rp(45°,840nm)<2%

Side  1 ( 1 )                                                                                                 non binding principle curve


