
   Coating  114969                      

HR(0°,380-420nm)>99.9%,  |GDD-R(0°,380-420nm)|<20fs²

fig. 1 reflection HR-region  0°

fig. 2 calculated GDD(R,0°)

page  1 ( 1 ) non binding principle curve


