
   Coating  116111

HRs,p(45°,1020-1080nm)>99.9%+Rs,p(45°,930-940nm)<3%
GDD-Rs,p(45°,1030nm)<50fs²

side  1 ( 2 ) non binding principle curve

950 970 990 1010 1030 1050 1070 1090 1110 1130 1150

Wellenlänge [nm]

99.0

99.1

99.2

99.3

99.4

99.5

99.6

99.7

99.8

99.9

100

R
e
fl
e
x
io

n
 [
%

]

Pol.: p/s-pol., Angle of Incidence: 45°
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Pol.: p/s-pol., Einfallsw.: 45°
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   Coating  116111

side  2 ( 2 ) non binding principle curve
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Reflected Beam, Pol.: p/s-pol., Angle of Incidence: 45°


